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INSPECTION CERTIFICATE Ne 10.4212

AMCO Metall-Service GmbH

+49 641 68680368

EN 10204 - 3.1

A% 3V

5.001-001

(o e

JOINT STOCK COMPANY

Consigner: KAMENSK URALSKY M!ETALLURGIGAL WORKS
i &, Zavodskaya Str., Kamensk Uralsky, Sverdlovsk Reglon, 823406, Russia Tel: (3439) 38 52 22 Fax; {3439) 39 50 68
?_ Consignee: Quantity:
' AMCO Metall Service GmbH
Nel Wolght, kg.:
Coniradl numoer: 74366-5 Spocifioation Nz 74366
71141.00 Lol Ne: 1
Adticle number: - Package Ne: 383025
Descriplion of Goods: Round bars Raquitesnents on the Praducls:
Grada of Produel Dimensions, inchimm Material conforms (o quality of alioy: “595_3‘[:{1712,4
ds0 3000 Praduct conforms to all requirements of:
EN573-3/EN755-1,2,3
' Mechanleal Propertios
The Lot Number | Casl Number | Numbsr of Tensile Yislg Strenglh :E=|3ng\aiion. % Hardness, HB
Candilion Tesls Stiength (0,2% offsel)
of Tesled
Slandards . MPa MPa
min max min max min max
Required - 7 270,0 - 125.0 - 10.0 -
- 73077 25-4028 1 350.0 350.0 257.0 257.0 16.0 16.0
Chemical Composilion, %
Etamenl Silicon Jron Copper | Manganese { Magnasium{ Chromium Nickal Zinc Titanium Zirconium
- Si Fe Cu Mn Mg Cr Ni Zn T 2c
Required 0.4 0.4 0.1} 04-1.0] 4.0-4,9]0.05-0.25 - 0.25 Q.16
Contents 0.08 0.1 0.03 0.62 4.5 0.06 - 0.03 0.06 -
Elermant Tin gismylh | Plumbum Qiher Elements Al
Ti+Zs Na Sn Bi Pb Mn+Cr Ca Each Tatat
Required - -~ - - - - - 0.05 0.15} remaindar
Conlents - = & = = & - 0.05 Q15[ remainder
Cther Tesls
Method Macro- Micro-' Usl Elactro- Conlenis {2 of metals
! slructure sliuclure conduclivky andoogr
Result - = % = .
On behalf; KUMZ, JSC.
Date: ) 05.02.10
Inspector:
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